TEST REPORT

| Report No. : GR:GL:9210010492

DATE : 15/04/2009

JOE No. : 921102970 Report Control No.:9215010814

SAMPLE NOT DRAWN BY LABORATORY
SAMPLE SUBMITTED AND IDENTIFIED BY CUSTOMER AS : PVC COMPOUND

CUSTOMER NAME EN CRAFT
ADDRESS PLOT NO. 1000,1001, SELAQUI INDL. AREA, CAMP ROAD
ciTY DEHRADUN-0
A/C AJAY INDUSTRIAL CORPORATION
COUNTRY

SAMPLING METHOD
SANPLE DESCRIPTION

N.A.
PVC Compound

COLOUR WHITE
ARTICLE/REF. NO. EN-01
GRADE EN-01
SAMPLE RECD ON 09-04-2009
" ST START DATE 09/04/2009
+ST END DATE 15/04/2009
| TESTS PROTOCOL RESULT
CADMIUM IEC 62321, ED 1(11/54/CDV)/ ND(DL 2mg/kg)
EPA3050B/ EPA3051A/
EPA3052 .
LEAD IEC 62321, ED 1(11l/54/CDV)/ 4.66mg/kg
EPA3050B/ EPA3051A/ (DL 2mglkg)
EPA3052
MERCURY IEC 62321, ED 1(1ll/54/CDV)/ ND(DL 2mg/kg)
EPA3051A/ EPA3052

HEXAVALENT CHROMIUM (Cr VI)  [EC 62321, ED 1(lll/54/CDV)/

EPA3060A/ EPAT196A

ND(DL 2ma/kg)

POLYBROMINATED
DIPHENYLETHERS (PBDEs)

Monobromodiphenyl ether
Dibromodiphenyl ether
Tribromodiphenyl ether
Tetrabromodiphenyl ether
Pentrabromodiphenyl ether

IEC 62321, ED 1(111/54/CDV)/
EPA3540C

ND(DL 5mg/kg
ND(DL 5mg/kg
ND(DL 5mg/kg

ND(DL 5mg/kg
ND(DL 5mg/kg
ND(DL 5mg/kg

Hexabromodipheny! ether
' Heptabromodiphenyl ether

(
(
(
ND(DL 5mg/kg
(
(
(
Octabromodiphenyl ether (

)
)
)
)
ND(DL 5mg/kg)
)
)
)
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WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was{were) drawn and / or provided by the Client or by a third party acting at the Client's
wrection. The Findings constitute no warranty of the sample’s represen tativeness of any goods and strictly relate to the sample(s). The Company accepts no liability with regard to
the origin or source from which the sample(s) is/are said to be extracted.

“This document is issued by the Company under its General Conditions of Service printed overleaf or available on request and accessible at

FHp www sgs.com/terms_and_conditions. htm. Attention is drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this

¢acument is advised that infermation contained hereon reflects the Company's findings at the time of its intervention only and within the limits of Client’s instructions, if any.

The Company's sole responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their rights and obligations under the
transaction documents. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the

fullest extent of the law.
Unless otherwise stated the results shown in this test report refer only to the sample(s) tested and such sample(s) are retained for 7 days (in case of perishable items) and 30

days for all other samples. The samples from regulatory bodies are to be retained as specified. This document cannot be reproduced except in full, without prior written
approval of the Company
SGS India Pvt. Ltd.| Laboratory, 250, Udyog Vihar, Phase IV, Gurgaon - 122015, Haryana (India) Phene : +91.124-2399990 - 98 , Fax : 2399765.
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